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Severe corrosion resulting in failed sheet 3 
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Severe corrosion resulting in failed sheet 5 
 
 

 
 

Severe corrosion resulting in failed sheet 6 
 
 
 
 



 

 

                                                                          
   
 

Photographic Schedule September 2020 
 

MOD Bicester D7 Roofs 

Page | 15 
 
 

D7 PHOTOGRAPHIC SCHEDULE ROOFS 
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